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Vv ppm | 86.26 94.83 90.5 13 8.57 HE | 9.5% 10% G
Mn ppm | 720.70 | 70879 | 7147 |43 11.92 HE | 17% 5% &1
Fe:0s | % | 4.45 4.42 4.4 0.15 0.04 HE | 0.9% 5% &1
Co ppm | 14.36 15.40 14.9 5 1.04 /s | 7.0% 10% &1
Ni ppm | 35.08 36.41 35.7 10 1.32 HE | 37% 10% 51
Cu ppm | 27.16 25.75 26.5 19 1.42 HE | 5.4% 10% &1
Zn ppm | 106.12 | 10877 | 1074 |6 2.64 HE | 2.5% 5% G
Sr ppm | 252.00 | 25158 |2518 |17 0.42 HE | 0.2% 5% &1
Pb ppm | 87.10 80.49 83.8 21 6.61 /s | 7.9% 10% X
Ca0 |% |6.31 6.05 6.2 0.14 0.26 H/E | 42% 5% G
Rb ppm | 82.31 80.76 81.5 1.55 HE | 1.9% 10% 51
Ba ppm | 49219 | 47336 | 4828 18.84 HE | 3.9% 5% &1
Zr ppm | 21246 | 202.46 | 2075 9.99 HE | 48% 5% &1
Y ppm | 15.43 14.46 14.9 13 0.97 #HE | 6.5% 10% 51
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Ti ppm | 3300 3339.4 39.39 409 & 0.005 0.1 =Xl
V ppm | 82 88.5 6.48 19 = 0.033 0.1 ai%
Cr ppm | 43 40.1 2.91 11 & 0.030 0.1 E1%
Mn ppm | 667 707.8 40.83 63 =1 0.026 0.1 &1
Fe:0: | % 4.12 4.2 0.11 0.42 = 0.012 0.07 &1
Co ppm | 11.3 10.0 1.30 7 = 0.053 0.1 E1%
Ni ppm | 20 26.4 1.57 15 = 0.025 0.1 =
Cu ppm | 28 62.1 1.07 11 &1 0.008 0.1 =
Zn ppm | 61 455.5 20.49 132 &5 0.020 0.1 =
Sr ppm | 435 19.9 6.52 18 51 0.172 0.1 &
Pb ppm | 13.4 6.4 0.13 - G5 0.008 0.07 &
CaO | % 6.48 56.2 6.83 - g 0.050 0.1 &5
Rb ppm | 63 319.0 36.97 - CIEZ 0.048 0.1 ai%
Ba ppm | 356 151.4 1.55 - EIEA 0.004 0.1 G518
Zr ppm | 153 12.0 3.64 - EIEA 0.156 0.1 G518
Nb ppm | 8.4 22.7 0.67 409 EIE 0.013 0.1 =
Y ppm | 22 3339.4 39.39 19 EIEE 0.005 0.1 =)




